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Remsafe Window Locks
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Sample Description Clients Ref : "Cable Locks Black/White"
Cable lock with mounts

Compression Testing 

Specimen Load to Failure (N)

1 2848
2 1598
3 3820
4 4430
5 3862
6 4784
7 4287
8 3291
9 4287
10 3381
Mean 3659

Type of Failure Observed: Cable core pulled out of bullethead

Equipment: CRE Instron, Model 4206
Load Cell Capacity: 10kN
Crosshead Speed Used: 100mm/min

0205/11/06

Samples, and their identifying descriptions have been provided by the client unless otherwise stated.
AWTA Ltd makes no warranty, implied or otherwise, as to the source of the tested samples. The above test
results relate only to the sample or samples tested. The above test results are designed to provide THE
CLIENT WITH GUIDANCE INFORMATION ONLY.

This document shall not be reproduced except in full and shall be rendered void ifamended or altered.

This document, the names AWTA Product Testing and AWTA Ltd may be used in advertising providing the
content and format of the advertisement have been approved in advance by theManaging Director of 
AWTA Ltd.
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